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Applicant TAIXING CHUANDA PLASTIC INDUSTRIAL CO., LTD  
Address JIANGHUA INDUSTRIAL ZONE, JIANGHUA TOWN, TAIXING CITY, JIANGSU 

PROVINCE, CHINA 
 
The following sample(s) and sample information was/were submitted and identified by/on the 
behalf of the client 
Sample Name PTFE teflon cooking mat 
Sample Received Date Nov. 22, 2016 
Testing Period Nov. 22, 2016 to Nov. 29, 2016 

 
Test Requested As specified by client, to determine the Total extractives and Fluoride extractives 

calculated as fluorine in the submitted sample. 
 
Test Method With reference to FDA 21 CFR 177.1550. 
 
Test Result(s) Please refer to the following page(s). 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
Tested    by   Reviewed by   
      
Approved by   Date Nov. 29, 2016  
 Danny Liu     
 Technical Manager   No. R158921864  
      
Centre Testing International Group Co., Ltd.     Hongwei Industrial Zone, Bao’an 70 District, Shenzhen, Guangdong, China 
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Test Result(s)  
Test Item(s) Test Result MDL Reference Limit# Unit 
Total extractives 
Distilled water at reflux temperature for 2 hours N.D. 0.5 ≤3.1 mg/dm2 
8% Alcohol at reflux temperature for 2 hours N.D. 0.5 ≤3.1 mg/dm2 
N-heptane at reflux temperature for 2 hours N.D. 0.5 ≤3.1 mg/dm2 
Fluoride extractives calculated as fluorine 
Distilled water at reflux temperature for 2 hours N.D. 0.05 ≤0.46 mg/dm2 
8% Alcohol at reflux temperature for 2 hours N.D. 0.05 ≤0.46 mg/dm2 
N-heptane at reflux temperature for 2 hours N.D. 0.05 ≤0.46 mg/dm2 
Tested Sample/Part Description White fiber cloth with black coating 

 
Remark: 1. MDL = Method Detection Limit 

2. N.D. = Not Detected (＜MDL) 
3. ≤ = no more than 
4. mg/dm2 = milligram per square decimeter 
5. # = Reference limit was cited from FDA 21 CFR 177.1550. 
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Photo(s) of the sample(s) 
 

 

 

 

 

*** End  of  report *** 
 

The test report is effective only with both signature and specialized stamp. The result(s) shown in this  
report refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced  
except in full.  
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